PSV DATA

MFG: TAYLOR
MODEL: 82G11651311
SERIAL: 24883—35

SET PRES: 9928 kPa
CAPACITY: 10871 SCFM
SERVICED BY: DALCO
SERVICE, DATE; 06,/2011
SIZE: 2° x 2

CODE STAMP: UV

BLOCK VALVE: NO

CRN: _0G1316.2C
LOCATION: UPPER SHELL
TAG: N/S
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NOT IN SERVICE
Equip. No. Prov. Reg. No. ® 550804 C.RN. R=9873.213  Serial No. S=1758 Yr. Inst.
Code/Div. ASME VI, Div 1 Size: 30in_x_144in Manufacturer: SILVERADO OILFIELD VENTURES LTD Yr. BIt. 2006
C. Stamp: U Service: SOUR PWHT: HT Radiography: RT—1 Insulated: NO
Design & Materials Data
HEAD: CLIENT
At SA 516 ZON Top Nom 30.2mm  Top CA 3.2mm CANADIAN NATURAL RESOURCES
Btm. Mat'l. Btm. Nom. Btm. CA. FACILITY UMBACH
CHANNEL:
Material: Nominal: CA. FIELD
BOQT
Head Mat'l Head Nomn. Head CA. LSD ¢—37—F/94—H-03
Shell Mat'l. Shell Nom. Shell C.A. TEM
SHELL - INLET
Material: SA_516 70N Nominal: 31.8mm_ CA S.2mm
MAWP Shell Side: 10204 kPa @ Temp. 38°C SEPARATOR
MAWP Tube Side: @ Temp. BY: CW DATE: 03/2012 DWG.# 1 :’)




CLIENT: CANADIAN NATURAL RESOURCES
EQUIPMENT: INLET SEPARATOR

CRN#: R-9873.213
PROV REG: A 550804

TESTED ON STREAM

UTS DATA

FACILITY: UMBACH FIELD
SERVICE: SOUR
LOCATION: c-37-F/94-H-03
RTD JOB #:10.111395

REFER TO DRAWING: 13

Port THICKNESS DATA Fag  TMn GA  Nom Tom Tem  mmby oo
415
Description: UPPER SHELL
2012 3
Min. Thick. 32.4 28.60 3.2 31.80
Average: 32.5 0
Analysis:
420
Description: MID SHELL
2012 3
Min. Thick. 32.2 28.60 3.2 31.80
Average: 32.3 0
Analysis:
425
Description: LOWER SHELL
2012 3
Min. Thick. ~ 32.3 28.60 3.2 31.80
Average: 32.4 0
Analysis:
430
Description: BOTTOM HEAD
2012 3
Min. Thick. 34 27.00 3.2 30.20
Average: 34.5 0
Analysis:
435
Description: 2" 90° NOZZLE
2012 3
Min. Thick. ~ 8.8 5.50 3.2 8.70
Average: 9 0

Analysis:




UTS DATA

CLIENT: CANADIAN NATURAL RESOURCES FACILITY: UMBACH FIELD
EQUIPMENT: INLET SEPARATOR SERVICE: SOUR
CRN#: LOCATION: c-37-F/94-H-03
PROV REG: RTD JOB #:10.111395
TESTED ON STREAM REFER TO DRAWING: 13
Test Short Long Ave. Retirement
Point THICKNESS DATA Flag T-Min C.A. Nom. Term Term  mm/py Date
405
Description: 3" 90° ELBOW
2012 3
Min. Thick. 5 4.81 4 5.50
Average: 6.5 0

Analysis:  2012/03 MIN SCAN @ MID ELBOW MID APEX.

410
Description: 3" 90° ELBOW
2012 3
Min. Thick. ~ 4.3 481 3.2 7 5.50
Average: 6 0
Analysis: 2012/03 MIN SCAN @ MID ELBOW MID APEX. RETIREMENT DATE: 2018.
440
Description: 3" 90° ELBOW
2012 3
Min. Thick. 5.2 4.81 a7 5.50
Average: 5.5 0
Analysis:
445
Description: 3" 90° ELBOW
2012 3
Min. Thick. 5.3 4.81 7 5.50
Average: 5.5 0

Analysis:
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