WORLEYPARSONS PO# CA42600097-B-1031 ltem# 3 2% XH SEAMLESS LT CS PIPE
Heat Number: A8506 Rev'd By : SB A/SA333 GR 6 BE - DAL
Trans Am Piping Products Ltd. - e v _ {.218"WT)
Shipment/Seq #: S 18 - 13309 7 .
MAHARASHTRA SEAMLESS LIMITED QCF.20A
WORKS (MILL) TEET CERTIFICATE
E ( ua:.)oauns.l. . Pagnlof
Te No "t MBL-7/QC/ 2811M/2017 Customer : TOYOTA TSUSHO AMERICA, INC "[
Date i+ 07-MAR-18
Specification :  ASTM A333 GR.6(2016), ASME SR333 GR.6(2015),
CSA 2245.1 GR.290 CAT-II M45C(2014) CI-17-762 Dt. 14-NoV-17
Process/Product:  HOT FINISH SEAMLESS Carbon Steel Pipes P.0. No .
! W.0. No : 6170043 -
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1 2.378 X 0,219 38-39 A8506 5237 BEVEL 3000 PST NA ox NA MR NA
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. 57807 | 74129 | 33.60 e PR | -1341.314 303 .019 .008 .0a4 .003 .013 .00z o007 .0a3 .001 .000 .354
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L

Dimenuions + Outwide diameter, thicknesa, weight, length conforms to above specification.
Coating : All Pipes are coated vith rust praventive from outside surface only.

N.D.T. i Not Applicable

Heat Treatment : Ho ized

Raw material ] 1lled

Marking/Stencilling

DATR OF MANUFACTURING (N/¥) ABTX A 333 GR.6/ABME 8A 1
“218 INCH X LENGTH (18.00 - 39.00 IN PEET) NPS HRAT NO,.

33 GR.6, CSA 22¢3.1 GR,290 CAT-II M4SC-2014 85 NP8 3 OD 2.375 INCGH
+-3000 PAIeNORMLT - 45 DBG.C+WEIGHT=5.03 DPPP+MADE IN INDIA+PORCL-17-

Remarks P

Material Conforms to NACB MR-0175/I5015156,NACR MR-
mercury’ contamination; MEg,
Ca = 0.0021% & B = 0.0003%
25-35 min.; Raw Material ;
LONGITUDINAL

1 Shear area = (79,74,77)
JSPL (Indian Origin).

0103; Pipem are acocording to ANST B36.10; Material ig
Proceas BOP/BAF; Finas Grained & Vacuum Dagassed; Mataerial comply with A999/A9!
¥, Normalized done at Teup. range
Impact at - 56 Deg.cC, Spacimen aigze

free from

99M Bpec.;
of 920-940 Deg.C & cycls time
(mm) £10X3.33X55, Charpy V-Notch
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