


5REFER TO DRAWING:

UTS DATA  

SERVICE:
FACILITY:

STREAMTESTED

LOCATION:

EQUIPMENT:
CLIENT:

SOUR

b-49-L/94-B-09

ON

FLARE KNOCKOUT

CANADIAN NATURAL RESOURCES CHOWADE GAS GATHERING

PROV REG: A 401512

LOWER SHELL

6.406.40

0 0

2009 1

7

6.8

2013/03 UT NOT POSSIBLE. HEAVY EXTERNAL CORROSION.

405

Description:

Min. Thick.

Average:

Analysis:

BOTTOM SHELL

6.406.40

0 0

2009 1

7.5

6.8

2013/03 UT NOT POSSIBLE. HEAVY EXTERNAL CORROSION.

410

Description:

Min. Thick.

Average:

Analysis:

Test  
Point THICKNESS  DATA  T-MinFlag C.A. Nom.

Short 
Term

Long 
Term

 Ave.       
mm/py

 Retirement
      Date

                   CRN#: L-6182.21

RTD JOB #:10.112837
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